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 چکیده
 یرسوببا استفاده از روش هم( ) میتانیو ت سموتیب مس، با افتهی شیآلا میبار هگزافریتدر پژوهش حاضر، 
 یساختار ویژگی یبررس یبرا و   زهاییآنال قرار گرفته است. یها مورد بررسنآ نوریو  یساختار ویژگی ،سنتز شده و سپس

اندازه پارامترهای شبکه و  شد. دییتا  ییبا گروه فضا میبار تیفاز غالب هگزافر لیتشک هاها انجام شد که براساس آننمونه
 یبررسبرای  زی( ن)یدانیم لیگس یروبش یالکترون کروسکوپیم زیآنالهای سنتز شده محاسبه شد. برای نمونه نیز هابلورکنانو

استفاده زیها از آنالنمونه یگاف انرژ نییو تع ینور ویژگی یبررس برای ،نیهمچن سنتز شده به کار برده شد. یهانمونه شناسیریخت
دست آمد.الکترون ولت به 1..0و 0..0.11،0در حدود  به ترتیب 2.0و 2.0،2.0برابر با  های با مقادیر گاف انرژی برای نمونه. شد
 

، گاف انرژیرسوبیهم روش هگزافریت باریم، های کلیدی:واژه

 majlesara@khu.ac.irنویسنده مسئول: ایمیل 

https://khu.ac.ir/cv.php
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Synthesis and study of structural and optical properties of barium 

hexaferite contaminated with copper, bismuth and titanium 

M. Jafarpor, M. Rostami, M.H. Majlesara* 

Faculty of Physics, Kharazmi University, Tehran 

Abstract 

In the present study, barium hexaferrite doped with copper, bismuth and titanium 

( ) was synthesized using the co-precipitation method and then their 

structural and optical properties were investigated. XRD and FTIR analyzes were used to 

investigate the structural properties of the samples, based on which, the formation of the 

dominant phase of barium hexaferrite with space group of P63 / mmc was confirmed. The 

lattice parameters and the size of the nanocrystals were also calculated for the synthesized 

samples. Field Emission Scanning Electron Microscopy (FESEM) analysis was also used to 

examine the morphology of the synthesized samples. DRS analysis was also used to 

investigate the optical properties and determine the energy band gap of the samples. The 

energy band gap values for samples with x equal to 0.1,0.2 and 0.3 were obtained about 1.43, 

1.66 and 1.85 eV, respectively. 
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