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1 Photothermal treatment 
2 Photodynamic therapy 

-

 چکیده
به عنووان  تواندیم کولیگل لناتییپل .است افتهی یو صنعت یپزشکتفاوت م یدر کاربردها یتنگستن کاربرد گسترده ا دیامروزه اکس

اتویلن های مختلو  پلویدر این مقاله تاثیر غلظت های نانوذرات مورد استفاده قرار گیرد. بنابراین،ی کنترل ویژگیمناسب برا یعامل
-گیرد. نتایج موید تاثیر قابل توجه پگیلهژل مورد بررسی قرار می-تنگستن سنتز شده با روش سلبر نانوساختارهای اکسیدگلیکول

کوردن باعوک کواه  هدهد که پگیلونشان می و ساختاری آنها است. نتایج آنالیز  نوریهای کردن این نانوساختار بر مشخصه
شوود. بررسوی شود و ساختار از حالت تکفاز )فاز اورتورومبیک( به حالت چند فاز تبدیل مویکیفیت بلوری ساختار اکسید تنگستن می

اتیلن گلیکول باعک ایجاد ساختارهای کوچکتر نسبت به های کمتر پلیکردن اکسید تنگستن با غلظتدهد که پگیلهنشان میریختار 
های شود. بررسی مشخصهگلیکول ظاهر میاتیلنهای بالاتر پلیشود در حالیکه صفحات بزرگتر در غلظتمی غیرپگیله ساختار 
کردن شود و انتقال به آبی در لبه جذب و انرژی گاف نواری با پگیلهکردن باعک افزای  بازتاب نور میدهد که پگیلهنشان می نوری

 شود.های اکسید تنگستن پگیله و غیرپگیله مشاهده میتمام نمونه در طی   ای مشخصه هافتد. همچنین، قلهاتفاق می
 

 ژل، درمان سرطان-سنتز سل اکسیدتنگستن، پلی اتیلن گلیکول، های کلیدی:واژه

 m_aliannezhadi@semnan.ac.ir :ایمیل نویسنده مسئول
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3 Capping agent 
4 poly ethylen glycol 
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5 Williamson-Hall method 
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6 Diffuse Reflectance Spectroscopy 
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Effect of pegylation on optical and structural properties of WO3 nanostructures 

synthesized by sol-gel method 

M. Abbaspoor, M. Aliannezhadi*, F.Shariatmadar Tehrani 

Faculty of Physics, Semnan University,Semnan, Iran. 

 

 

 

Abstract: 

Today, tungsten oxide is widely used in various medical and industrial applications. 

Polyethylene glycol can be used as a suitable agent to control the properties of nanoparticles. 

Therefore, in this paper, the effect of different concentrations of polyethylene glycol on 

synthesized tungsten oxide nanostructures using sol-gel method is investigated. The results 

confirm that the pegylation significantly affect the optical and structural properties of tungsten 

oxide nanostructures. The results of XRD analysis show that pegylation reduces the crystalline 

quality of this nanostructure and the crystalline structure changes from single-phase 

(orthorombic) to multi-phase. Morphological investigations declare that pegylation of tungsten 

oxide with lower concentrations of polyethylene glycol results in smaller particles than the 

non-polygylated structure of WO3, while larger plates appear at higher concentrations of 

polyethylene glycol. Also, optical analysis shows that pegilation increases the light reflection 

of nanostructures. Furthermore, blue shift of absorption edge and energy bandgap occurs by 

pegylation of tungsten oxide nanostructures. Also, characteristic tungsten oxide peaks are 

observed in the FTIR spectra of all polygylated  and non-polygylated structure of WO3. 
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